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49.5
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Conductivity
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MoR(Dry)

WABS
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uS
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Kg cm-2

%
L*
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%

38.6

665
7.3
1,792
1,260

328.3
26.8

2.37
55-60
4.26
11.09
12.58
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%
%
%
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96.6
95.9
89.3
82.1

Sleve Residue-wet Retention

> 125um
> 75um
> 45 um
Cumulative>45

%
%
%
%

2.04
1.16
0.56
3.76

Ceramic products
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SiO2
Al2O3
Fe2O3
Ti2O3
CaO
MgO
K2O

Na2O
LOi
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